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Client  INTERNATIONAL CONSTRUCTION CHEMICALS INC

ATTN: BILL BAILEY
5620 QCEAN PINES CIRCLE
LAS VEGAS NV 89130

Frajgct L ABORATORY SERVICES
Contractor ..

Type / Use of Material ASPHALT CEMENT WITH EZ LIME

Sample Source / Location |LAB PREPARED MATERIAL INTO CIGAR *

Reference: ASTM D 36
Special Instructions: RING & BALL SOFTENING POINT

SAMPLE LD,

1
2
3

15% BW OIL. @
ROOM TEMP.

15% BW OIL IN
FREEZER

Comments: *TUBES BY OTHERS

Copies To:  CLIENT (1)

A50L95WT:
062849

LABORATCORY REPORT

Date of Report gg.02.05
Job No. 21451307
Event / Javeice No. Y307-01

Authorized By ICCVBAILEY
Sampled By (o]
Submitted By COURIER

Location PHOENIX, ARIZONA
Arch. / Engr, ..

Sapplier / Source |CCH
Source / Location Desig. By Ted ot

TEST RESULTS

TOP OF CIGAR TUBE
SOFTENING POINT, °C

BOTTOM OF CIGAR TUBE
SOFTENING POINT. °C

56.2 53.8
59.0 57.4
57.8 57.8
59.0 58.2
58.6 57.6

TH( SERVICES REFERRED YO HEREIN WERE PERFORMED IN A

TH OTHE SIANDARD OF CARE

Lab Ne. 1
Date g7.27-05
Date 07.19-05
Date 07.27.05

Date 07.27-05

CCCADANCE

PRACTICED LOCALLY FOR  THE

R&FLF{:NCU’) METHOLS) ANO ALLATE ONLY YO TRE CONGITE CNES;

CBSLAVED A SAMPLETS] TESTED Av THE TIME AND PLACE STA
T

FIEREIN, w
HEPHESP‘};A*

TED
£RAN TECH’\EGLOG!ES INC. MAKES NG O?hﬁgﬁ WARRANTY Of
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Date of Raport 08-08-05
Client  INTERNATIONAL CONSTRUCTION CHEMICALS INC Job No. 2148x1 307
ATTN: BILL BAILEY Event / invoige Na. ¥307-07 Lab No. q
5620 OCEAN PINES CIRCLE Authotized By jCCIBAILEY Date g8.05.05
LAS VEGAS NV 89130 Sampled By gy Date ..
Submitted By COURIER Date 08.05.05
Project | ABORATORY SERVICES Location PHOENIX, ARIZONA
Contractor .. Arch. [ Engr. ..
Type / Use of Material pg ga.22 ASPHALT CEMENT Suppfier / Source ICCIU.S. OIL
Sample Source / Location VIRGIN ASPHALT SAMPLE Source / Location Cesig. By icei Date (8-05-05
Reference: ASTM D a6
Special Instructions: RING & BALL SOFTENING POINT
TEST RESULTS
SAMPLE 1D, SOFTENING POINT. °C
VIRGIN SAMPLE 49.2
Comments:
Copies To:  CLIENT (1) T THE S IRESRED 10 HEREN RACT D o N BOCORTANC e
REFERENCED METHOOS) AND RELATE ONLY TO THE CONGITIONS;
ORSERVED GR SAMPLE(S: TESTED AT THE TiME AND PLACE STATED
= HERLDIN, WESTERN TECHNCLOGIES NG, MAKES NO OTHER WARAANTY OR
'g REP?ESENTAT%GN, EXPAESSED OR 4MPL¢§D, AN‘D‘HAS NOT CuNr’-iﬁ?_\d[p
é})m INFORMATION INCLUDING SQURCE OF MATERIALS SUBMITTES BY OTHENRS,
T3
ch M/
gg HEVIEWED #y ,




